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[57] ABSTRACT

Hydrophilic coating of plastics, particularly an en-
hanced aqueous solution of a polysaccharide which
flows uniformly over the surface of an anchor film
applied to the plastic. The aqueous solution of a poly-
saccharide from the group consisting of hyaluronic acid
and its salts, chondroitin sulfate and agarose is enhanced
by the addition of albumin to provide uniform wetting
over the anchor film on the plastic.
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